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Attention:

I

I

I

I
Re:

Doyle L. Wiste, P.E.

Bridge Over the ACDC
29th Avenue &Arizona Canal
Phoenix, Arizona

SHE Job No. E84-94

I Gentlemen:

I

I

Our Geotechnical Investigation Report on the referenced

project is herewith submitted. The report includes the

results of test drilling and laboratory analysis, and

recommended criteria for foundation design.

Should any questions arise concerning this report, we would

be pleased to discuss them with you.

. E.

Engineers

Addressee (3)Copies:

Respectfully

Sergent,
I

I

I

I

I

I

I
REPLY TO: 3940 W. CLARENDON, PHOENIX, ARIZONA 85019

I PHOENIX
(602) 272-6848

ALBUQUERQUE
(505) 884-0950

SANTA FE
15051471-7836

5ALT LAKE CITY
'801) 566-541 1

EL PASO
f 9151 778-3369



APPLIED SOIL MECHANICS • ENGINEERING GEOLOGY • MATERIALS ENGINEERING • HYDROLOGY

Should any questions arise concerning this report, we would

be pleased to discuss them with you.

Our Geotechnical Investigation Report on the referenced

project is herewith submitted. The report includes the

results of test drilling and laboratory analysis, and

recommended criteria for foundation design.

EL PA50
f91 51778-3369

ROBERT D. BOOTH, P.E.
NOR MAN H. WETZ, P. E.
ROBERT L. FREW
ALLON C. OWEN, JR .. P.E.

. E.

SALT LAKE CITY
(801) 566-5411

CONSULTING GEOTECHNICAL ENGINEERS

SHB Job No. E84-94

GEORGE H. BECKWITH, P.E.
ROBERTW. CROSSLEY, P.E.
DONALD G. METZGER, P.G.
JOHN A. CRYSTAL, P E.

Engineers

SANTA FE

(5051471-7836

JOHN B. HAUSKINS, P. E.
DALE V. BEDENKOP, P.E.
DONALD L. CURRAN, P.E.
J. DAVID DEATHERAGE. P.E.

Doyle L. Wiste, P.E.

ALBUQUERQUE
(50S) 884-0950

Addressee (3)

REPLY TO: 3940 W. CLARENDON, PHOENIX, ARIZONA 85019

B. DWAINE SERGENT, P. E.
LAWRENCE A. HANSEN, PH.D., P.E.
RALPH E. WEEKS, P.G.
DARREL L. BUFFINGTON, P.E.
DONALD VAN BUSKIRK, P.G.

SERGENT, HAUSKINS & BECKWITH

Attention:

June 13, 1984

Re: Bridge Over the ACDC
29th Avenue &Arizona Canal
Phoenix, Arizona

DMJM/Adam, Ham1yn, Anderson, Inc.
4751 North 15th Street
Phoenix, Arizona 85014

Gentlemen:

Respectfully

Sergent,

Copies:

PHOENIX
(602) 272-6848

I'
I

l

_~I
# B ~

I -t-

I
I
I
I
I
I
I
I
I
I
I
I
I
I
I
I



Charts . . . . . . . . . . . . . . . . . . . . . C-l

I_:lRj: _S_ER_G_E_:_:_~'~_'N:_~_'~_:_~~~_'C~_' ~_NG_,~_~~_K_W_I_TH_
PHOENIX· ALBUQUEROUE· SAN!'" FE· SALT lAl<E CITY· El PASO-,-

Test Drilling Equipment &Procedures . . . A-I

Unified Soil Classification System . . . . . A-2

Terminology Used to Describe the Relative
Density, Consistency or Firmness of Soils. . A-3
Site Plan. . . . . . . . . . . A-4

Logs of Test Borings . A-S

1

1

3

4

5

B-1
B-2

B-3

Page

Profile

Consolidation Tests ...

Laboratory Testing Procedures.
Classification Test Data .....

Introduction . . . . .
Project Description..

Investigation....
Site Conditions &Geotechnical
Discussion &Recommendations .

APPENDIX C

SHB Job No. E84-94

APPENDIX B

TABLE OF CONTENTS

APPENDIX A

REPORT

I
I
I
I
I
I
I
I
I
I
I
I
I
I
I
I
I
I
I



I
I
I
I
I
I
I
I
I
I
I
I
I
I
I
I
I
I
I

Bridge Over the ACDC
29th Avenue &Arizona Canal
Phoenix, Arizona
SHB Job No. E84-94

1. INTRODUCTION

This report is submitted pursuant to a geotechnical
investigation made by this firm of the site of the

proposed 29th Avenue Bridge over the Arizona Canal
Diversion Channel located in Phoenix, Arizona. The
object of this investigation was to evaluate the physi

cal properties of the subsoils underlying the si te to
provide recommendations for foundation design and abut

ment support.

2. PROJECT DESCRIPTION

Pre1 imi nary deta i 1s of the proposed cons truc t i on were

provided by Doyle L. Wiste, P.E., of DMJM/Adam, Hamlyn,
Anderson, Inc.

It is understood that a bridge approximately 120 feet
long and 50 feet wide is planned. The invert elevation

of the Arizona Canal Diversion Channel at the centerline
of the bridge will be 1205.10 feet (Corps of Engineeers

datum). The channel will be concrete lined and rect
angular in shape with a ll0-foot wide bottom, as shown

in Figure 1. The design flow rate is approxima tely

27,000 cubic feet per second at a depth of approximately
18 feet and a veloci ty of approximately 14 feet per

second.

Should details involved in final design vary signifi
cantly from those as outlined, this firm should be

1
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Bridge Over the ACDC
29th Avenue &Arizona Canal
Phoenix, Arizona
SHB Job No. E84-94

notified for review and possible revision of recommen

dations.

3. INVESTIGATION

3.1 Suhsurface Exploration

Three exploratory borings were drilled to depths of 23

to SO feet below existing grade. The borings were per

formed using 6 S/8-inch G.D. hollow stem auger. Standard

penetration testing and open-end drive sampling were

performed at 5-foot intervals in the horings. All bore

holes were maintained full of water during standard
penetration testing.

The results of the field investigation are presented in

Appendix A, which includes a brief description of drill

ing and sampling equipment and procedures, a site plan

showing the boring locations, and logs of the test bor

ings. The field investigation was supervised by Suang

Cheng, staff engineer of this firm.

3.2 Laboratory Analysis

Moisture content determinations were made on selected

samples recovered, while dry density was determined for

a selected 2.42-inch drive sample. The results of these

tests are shown on the boring logs.

Grain-size analysis, Atterberg Limits and consolidation

I
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29th Avenue &Arizona Canal
Phoenix, Arizona
SHB Job No. E84-94

tests were performed on selected samples. The resul ts
of these tests are presented in Appendix B, along wi th
a brief description of soil mechanics testing proce
dures.

4. SITE CONDITIONS & GEOTECHNICAL PROFILE

4.1 Site Conditions

The proposed bridge is located along 29th Avenue between

the Arizona Canal located to the south and Metro Parkway
located to the north. Twenty-ninth Avenue is a paved,
four-lane roadway that is approximately SO feet wide and
has a curb and gutter. The site area is relatively level
and void of vegetative cover. A box culvert is located
on the south end of the proposed bridge si teo It is

approximately 6 by 7 feet in dimension and is located

about 14 feet below grade.

4.2 Geotechnical Profile

The subsurface soils consist of a surface layer of sandy

and silty clays, with lesser deposits of sandy silts,

that extends about 13~ to 19 feet below existing grade.

These soils are of low to medium plasticity and were

found to be soft to firm. It is suspected that the

upper few feet of this material is man-made fill that

is related to the 29th Avenue road construction. Granu
lar deposits consisting of sand and gravel with varying

amounts of silt and clay underlie the surface stratum,

I
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Phoenix, Arizona
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extending the full depths of the borings. These soils

vary from medium dense to very dense, and are generally
very dense to hard below elevation 1250.

4.3 Soil Moisture &Groundwater Conditions

No free groundwater was encountered in the borings and

soil moisture contents were relatively low throughout
the depth of the investigation. It is our opinion that

in situ moisture conditions are somewhat drier than

those reported. Due to maintaining the borehole full

of water during standard penetration testing, increased

moisture contents likely resulted. This is apparently

the result of water heing forced between the sample and
the inner wall of the sampler.

5. DISCUSSION &RECOMMENDATIONS

5.1 Analysis of Results

Spread-type footings are recommended for the support of

the bridge structure. Footings should bear upon the
dense sand and sand/gravel mixtures that will be exposed

dur ing cons truc ti on. The concrete channel I ining wi 11

protect the near surface soils from scour. Design cri

teria for spread-type footings are presented in Section
5.2.

Drilled pier foundations would also provide safe support

of the structure, however, construction problems due to

SERGENT, HAUSKINS ~ BECKWITH

5
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anticipated caving and sloughing of the cleaner sands

and sand/gravel mixtures should be anticipated with

this approach. Design criteria for drilled pier foun

dations can be supplied, if desired.

5.2 Spread-Type Footings

5.2.1 Downward Loads

Spread-type footings will provide safe support of the

structure. Safe soil bearing pressure for a footing

bearing at a maximum elevation of 1202, which is ap

proximately 3.0 feet below channel invert finished

grade, is 13.5 ksf. Minimum footing depth does not

consider scour, as erosion protection is assumed.

5.2.2 Resistance to Lateral Loads

A passi ve earth pressure of 300 pounds per square

foot per foot of depth against footings and walls is

recommended for the res i stance of later al loads. A

coefficient of friction of 0.45 is recommended for
computation of the lateral resistance between the

base of foundations and the soil.

5.2.3 Estimated Settlements

Estimated settlements are presented in charts provided

in Appendix C. Settlements are plotted as inches of

settlement per kip of vertical load.

I
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5.3 Abutment Wall Design Criteria

Free draining granular backfill should be utilized be

hi nd the abutment s and roadway approach fill s. Thi s

material should consist of sand and gravel, and have no

more than 12 percent passing the no. 200 sieve. This
material should be nonplastic when tested in accordance

with ASTM D422 and D423. Compaction of the fill should
be at least 95 percent of maximum density as determined

by ASTM D1557.

The earth pressures against the abutments would depend

upon the degree of restraint. Rigid, absolutely re

strained abutments would be subjected to earth pressures

represented by a hydrostatic load diagram of about SO

pounds per square foot per foot of depth. Rotation or

lateral translation of the walls equal to about 0.001

times the height would reduce the earth pressures to

the active state of about 30 pounds per square foot per

foot of depth. Slight lateral translation equal to

about 0.0005 times the height would result in inter

mediate pressure diagram on the order of 40 pounds per

square foot per foot of depth.

I
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TEST DRILLING EQUIPMENT & PROCEDURES

Drilli ng Equipment Truck-mounted CME-55 drill rigs powered with 4 or 6
cylinder Ford industrial engines are used in advancing test borings. The
4 cylinder and 6 cylinder engines are capable of delivering about 4,350
and 6,500 foot/pounds torque to the drill spindle, respectively. The
spindle is advanced with twin hydraulic rams capable of exerting 12, 000
pounds downward forc~. Drilling through soil or softer rock is performed
with 6 1/2 a.D., 3 1/4 1.D. hollow stem auger or 4 1/2 inch continuous
flight auger. Carbide insert teeth are normally used on the auger bits
so they can often penetrate rock or very strongly cemented soils which
require blasting or very heavy equipment for excavation. Where refusal
is experienced in auger drilling, the holes are sometimes advanced with
tricone gear bits and NX rods using water or air as a drilling fluid.
Where auger and tricone gear bits cannot be used to advance the hole due
to cobbles or caving conditions, the aDEX (overburden drilling with the
eccentric method) is used. A percussion down-the-hole hammer underreams
the hole and 5 inch steel casing is introduced into the hol€ during drill
ing. The drill bit is eccentric and can be removed from the center of
the casing to allow sampling of the material below the bit penetration
depth.

Sampling Procedures Dynamically driven tube samples are usually obtained
at selected intervals in the borings by the ASTM D1586 procedure. In
many cases, 2" a.D., 1 3/8" 1.0. samplers are used to obtain the standard
penetration resistance. "Undisturbed" samples of firmer soils are often
ohtained with 3" 0.0. samplers lined with 2.42" 1.0. brass rings. The
driving energy is generally recorded as the number of blows of a 140 pound
30 inch free fall drop hammer required to advance the samplers in 6 inch
increments. However, in stratified soils, driving resistance is sometimes
recorded in 2 or 3 inch increments so that soil changes and the presence
of scattered gravel or cemented layers can be readily detected and the
realistic penetration values obtained for consideration in design. These
values are express ed in blows per foot on the logs. "Undisturbed" sam
pLing of softer soils is sometimes performed with thin walled Shelby tubes
(ASTM D1587). Where samples of rock are required, they are obtained by NX
diamond core drilling (ASTM D2l13). Tube samples are labeled and placed
in watertight containers to maintain field moisture contents for testing.
When necessary for testing, larger bulk samples are taken from auger cutt
ings.

Continuous Penetration Tests Continuous penetration tests are performed
by driving a 2" a.D. blunt nosed penetrometer adjacent to or in the bot
tom of borings. The penetrometer is attached to 1 5/8" O.D. drill rods
to provide clearance to minimize side friction so that penetration values
are as nearly as possible a measure of end resistance. Penetration values
are recorded as the number of blows of a 140 pound 30 inch free fall drop
hammer required to advance the penetrometer in one foot· increments or
less.

Boring Records Drilling operations are directed by our field engineer or
geologist who examines soil recovery and prepares boring logs. Soils are
visually classified in accordance with the Unified Soil Classification
System (ASTM D2487) with appropriate group symbols being shown on the
logs.

I-[RJ _S_E-~-~-N-~-~L-:-:N-~-:-~-~-:-~~-~-~-'&-L _E~_~_'~_E_:_~_I_T_H A- 1
PHOENIX' ALBUQUERQUE' SANTA FE' SAlT LAKE CITY-,-



Well qraded qravels. gravel-sand mixtures,
or sand-gravel-eobble mixtures,

TYPICAL NAMES

Poorly graded gravels, gravel-sand mix
tures. or sand-gravel-cobble mixtures,

Well graded sands, gravelly sands.

Clayey gravels, gravel-sand-clay mixtures.

Si Ity gravels, gravel-sand-si It mixtures,

Si Ity sands, sand-si It mixtures,

Poorly graded sands. gravelly sands.

Clayey sands, sand-clay mixtures.

Inorganic si Its, micaceous or diatoma
ceous si Ity soils, elastic silts.

Inorganic clays of low to medium plas
ticity, gravelly clays, sandy clays, silty
clays. lean clays.

GM

GW

GP

GC

SP

SC

SM

SW

MH

CL
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0

0
0
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Limits plot below
..A" line & hatched zone

on plasticity chart

Limits plot above
..A" line & hatched zone

on plasticity chart

Limits plot above
..A" line & hatched zone

on plasticity chart

Limits plot below
..A" line & hatched zone

on plasticity chart

SILTS OF HIGH PLASTICITY

(Liquid Limit More Than 50)

CLEAN SANDS

(Less than 5% passes No. 200 seive)

MAJOR DIVISIONS

CLEAN GRAVELS

(Less than 5% passes No. 200 sieve)

GRAVELS WITH
FINES

(More than 12%
passes No. 200 sieve)

SANDS WITH
FINES

(More than 12 % passes
No. 200 sieve)
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Soils are visually classified by the Unified Soil Classification system on the boring logs presented in this report.
Grain-size analysis and Atterberg Limits Tests are often performed on selected samples to aid in classification.
The classification system is briefly outlined on this chart. For a more detailed description of the system, see "The
Unified Soil Classification System" Corp of Engineers, US Army Technical Memorandum No. 3-357 (Revised April
1960) or ASTM Designation: D2487-66T.

UNIFIED SOIL CLASSIFICATION SYSTEM

NOTE: Coarse grained soils with between 5% & 12% passing the No. 200 sieve and fine grained soils with limits
plotting in the hatched zone on the plasticity chart to have double symbol.
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DEFINITIONS OF SOIL FRACTIONS
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PLASTICITY CHART
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LIQUID LIMIT

SOIL COMPONENT

Cobbles
Gravel

Coarse gravel
Fine gravel

Sand
Coarse
Medium
Fine

Fines (silt or clay)

, PARTICLE SIZ E RANGE

Above 3 in.
3 in. to No.4 sieve
3 in. to ~ in.
~ in. to No.4 sieve
No.4 to No. 200
No.4 to No. 10
No. 10 to No. 40
No. 40 to No. 200
Below No. 200 sieve
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2. Relative Consistency. Terms for description of clays
which are saturated or near saturation.

TERMINOLOGY USED TO DESCRIBE THE RELATIVE DENSITY,
CONSISTENCY OR FIRMNESS OF SOILS

3. Relative Firmness. Terms for description of partially
saturated and/or cemented soils which commonly occur in
the Southwest including clays, cemented granular mate
rials, silts and silty and clayey granular soils.

The terminology used on the boring logs to describe the
relative density, consistency or firmness of soils relative
to the standard penetration resistance is presented below.
The standard penetration resistance eN) in blows per foot is
obtained by the ASTM D1586 procedure using 2" O.D., 1 3/8"
1. D. sampl ers .

Remarks

Easily penetrated sev
eral inches with fist.
Easily penetrated sev
eral inches with thumb.
Can be penetrated sev
eral inches with thumb
with moderate effort.
Readily indented with
thumb, but penetrated
only with great effort.
Readily indented with
thumbnail.
Indented only with dif
ficulty by thumbnail.

I
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Relative Firmness
Very soft
Soft
Hoderately firm
Firm
Very firm
Hard

Relative Density
Very loose
Loose
Me di tun dens e
Dense
Very dense

for description of relative
uncemented sands and sand-

Very soft

Medium stiff

Soft

Very stiff

Hard

Stiff

N
0-4
5-10
11-30
31-50
50+

N
0-4
5-8
9-15
16-30
31-50
50+

Relative Consistency

Relative Density. Terms
density of cohesionless,
gravel mixtures.

N

0-2

3-4

5-8

16-30

30+

9-15

1.
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Graphical Scale:
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Bridge Over the ACDC
29th Avenue & Arizona Canal
Phoenix, Arizona
SHB Job No. E84-94
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Arizona Canal
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METRO PARKHAY

SITE PLAN

2

SHOWING LOCATIONS OF TEST BORINGS

Existing Box Culvert

=:t~~-~J

N

--

Reference Drawing: "Preprinted Site Plan"
sy-DMJ~17Adam, Ham1yn, Anderson, Inc.,
Phoenix, Arizona, dated May 10, 1984
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VISUAL CLASSIFICATION

1233.96'
Corps of Engineers

6~" Hollow Stem Auger

LOG OF TEST lORING NO.----=l::.-

CME-75

Canal

_i RIG TYPE
c ,.. BORING TYPE.. ~ c'Co 0

SURFACE ELEV .0_
u 0 o 0.. ~

v> u
DATUM~ c ""O~

~ .. . ';o;u .:= ...
'0 Ii .- 0

REMARKSc_
:::fCl. ~u

I dry to
! ~ slightly
I moist

1 I

,.. .- ~';; u
c ~

" ..o Q.

,.. ..
~A

o...J

o
u

I Bridge Over the ACDC
PROJECT 29th Avenue & Arizona

I~OB NO. £84-94 DATE ,5:18-84

- .. E• g~ E
Q. _.. 0

>-- ~ o~

• ~ ~ ~ g-
.. A ~

Q. Q. ~_-o

E E 00-

~ ~ Cii""o

..
•

I ~
~
Q.•o

I a - !~%~ 'V1 i I SILTY CLAY, low to
=.--~~ AI S I 37 medium plasticity,
- .~~ 1----'-'-4-'---+-----l--------'----I brown

~ 5 _~:~~': LO, :, I,' ~y__ ' :~:htlY SANDY CLAY. someI ~ 1-,-_,__---i-l__~__.~!::_ moist to gravel, medium plas-

10 -~~%~~h~-rs~;-!-'-ll1n--....:----+-1__-+;__--I\'--~----=;----=:----=::.::..:-----+-c-tL_i_:-:-~-y-l-'o-:-r-:-~-m-e-d-~-'u-m-----1

-- -<~ -L--- f;rm plasticity, dark brown. %I :: i -l----!__ .L

I 15 ~J~~~-2-2--+--:----;-L-l-.8--..__:~~C_L~=1

~ 20- ~ / // +:::~=:=='==-=-=_I='--=-==-='~==--i=_-3:~~_\'-=~=-=--=_=-~-S-l-i-g-h-t-l-y---t--C-L-A-Y-E-Y-S-A-N-D-&-C-RA-V-E-L-,--l

~ m moist occasional cobble,-_ --~~L\: ; Ii : 'hard well graded, subangu-
-----1 _. ~----i-.--_+___----L,- __I 1a r, low tomedi urn

I 25 _----_~;,'mmb~l~'~~jl'~(";1'1:~C~r'I:;I-d-')..f.:";"·I:'====~J====::====~ p las tici ty, brown
I~; , _ ! I note: thin silt lens

J ta I I ; :-- at 34'

I =J~~~~--+-;-_.:-:!__~l__L.!:----RcG'C-

I
30 =1~'=i=s~:~5=o:::::/=S='I'====::====~I=====;
":~lli~ ,:~-'~;--'-:---t-!--i-----i

I 35 --Jm~ S! 50 L4~_"-_'---+!_---l

I .rn' I I I i I-- - 'y'y" i-,---i!f-----'-l---li-.--.....j -----1

Auger refused at 37'

i I 'I i
~~--~·---+I---~--1
I I i I

GROUND WATER

__ .....J

----:
f

==~
DEPTH

I

!

HOUR

none

I I

[

DATE

,



VISUAL CLASSIFICATION

SANDY CLAY, low plas
ticity, brown

SANDY CLAY, low plas
ticity, brown

SANDY SILT, low plas
ticity, brown

SAND, some gravel,
trace of silt, well
graded, nonplastic,
dark brown

note: thin silt lens
at 30'

SILTY SAND & GRAVEL,
some clay, well graded,
subangular, low plas
ticity, brown

Stopped auger at 49'6"
Sampler refused at

49'9"

REMARKS

slightly
moist to
moist

soft to
moderately
firm

LOG OF TEST lORING NO.---,2=---

moist

soft

moist

firm

hard

slightly
moist

RIG T Y P E ----l,C~ME~-=_7L5"'__ _
8 OR ING T Y PE -:6::--:1z~';::-':::-H~o-=l~l:.:::o::...::w.:..-...:S:::..t.=..::::.e.:.:;m'--..:..A~u=..fg~e::..r=--__
SU RF AC EEL EV. __-,1=,2~3.=2..:..~9-=5~'::--:=-- _
DATUM Corps of Engineers

SAMPLE TYPE

I
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!
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i
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I t-GbI ,,

21
,

i !, ,

I
I

i I
I ,
! IS !

I
, CL,

I

I i
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j

I lu I
slightly

! moistI I, --; , medium,
I I dense to1 I

1 17 , very dense
I

I !
I !
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DATEHOUR
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I Bridge Over the ACDC
PROJECT 29th Avenue & Arizona CanalI JOB NO E8Ll-94 DATE 5-18-84
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VISUAL CLASSIFICATION

1232.07'
Corps of Engineers

6~" Hollow Stem Auger

LOG Of TEST lORING NO._3:....

CME-75

Canal

.••
• g1 ~
Q. -. 0

"0
>- -O..J:

t- OM Q.
U

0 • Q. • 0

:.c Q. ~ A ~

Q. ..
Q. ~ -."
E E 00-l? 0 0 0 ii)"llfoC)...J on on

~ c •
:> 0 u0-= c
:> 0 0
c ~ -
·z i ~
c c ~

o 0 0
Ull.ll::

I Bridke Over the ACDC
PROJECT 29th Avenue & Arizona

IJOBNO £84-94 DATE 5-21-84

..
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I ~
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•a

20 !

!
I

!
~ .

I
I

1.U

I
I

!
1.1.

-t 00''-_~__--...__~__~~

o 0 0 I .__. ~ -,-__

o 0 ~..... f __

SANDY CLAY, low plas
ticity, brown

SANDY CLAY, low plas
ticity, light brown

SAND & GRAVEL, some
silt, well graded,
subangular, nonplas
tic, brown

,-- ~--"

,
,
i
I

i,
:

,
,

:

I
,
I

i
I

i I

:

I

1

1

I
I

SANDY SILT, medium to
high plasticity, light
brown

CLAYEY SAND & GRAVEL,
some cobbles, well
graded, subangular,
moderately lime ce
mented, low plastic
ity, light brown

Auger refused at 23'
Sampler refused at

23'2~"

DEPTH

!
I i

SAMPLE TYPE

I

I

!,

DATEHOUR

none

.
I :

i !

I
I I

I I I
I II
; I
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LABORATORY TESTING PROCEDURES

Consolidation Tests Soil test or Clockhouse apparatus of the
"floating-ring" type are employed for the one-dimensional
consolidation tests. They are designed to receive one inch
high 2.5 inch O.D. brass liner rings with soil specimens as
secured in the field. Procedures for the tests generally
are those outlined in ASTM D2435. Loads are applied in sev
eral increments to the upper surface of the test specimen
and the resulting deformations are recorded at selected time
intervals for each increment. For soils which are essen
tially saturated, each increment of load is maintained until
the deformation versus log of time curve indicates comple
tion of primary consolidation. For partially saturated
soils, each increment of load is maintained until the rate
of deformation is equal or less than 1/10,000 inch per
hour. Applied loads are such that each new increment is
equal to the total previously applied loading. Porous
stones are placed in contact wi th the top and bottom of the
s pecim ens to permi t free addi ti on or expul si on of water.
For partially saturated soils, the tests are normally per
formed at in situ moisture conditions until consolidation is
complete under stresses approximately equal to those which
will be imposed by the combined overburden and foundation
loads. The samples are then submerged to show the effect of
moisture increase and the tests continued under higher load
ings. Generally, the tests are continued to about twice the
anticipated curve due to overburden and structural loads
wi th a rebound curve then being established by releasing
loads.

Expansion Tests The same type of consolidometer apparatus
described above is used in expansion testing. Undisturbed
s ampIes cont a i ned i n bra s s 1 inerr i ngsarep1 ace din the
consolidometers, subjected to appropriate surcharge loads
and submerged. The loads are maintained until the expansion
versus log of time curve indicates the completion of
"primary swell".

Direct Shear Tests Direct shear tests are run using a
Clockhouse or Soiltest apparatus of the strain-control of
approximately 0.05 inches per minute. The machine is de
signed to receive one of the one inch high 2.42 inch
diameter specimens obtained by tube sampling. Generally,
each sample is sheared under a normal load equivalent to the
effective overburden pressure at the point of sampling. In
some ins t ances, s arnpl es are sheared at sever al normal loads
to obtain the cohesion and angle of internal friction. When
n e c e s s a r y, s ampIes are sat urat edan d/ 0 r consol ida ted be for e
shearing in order to approximate the anticipated controlling
field loading conditions.

B-1
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